Assembly error of cold mass 2421 detected with warm magnetic measurements. 

Fig. 1. the x section 
[image: image3.png]KXIVAlhcmbpa_0001

¢ ek

CAAD e (0

‘

ORI o

Page 1of 1





The position of the wrong Cu wedge in the inner layer

	Figure 2. The correct Cu wedge
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	Figure 3. The wrong Cu wedge
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