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	RAPPORTO DI CONTROLLO

Test Report


	N(
MA040408

	Ansaldo Superconduttori s.p.a.


	 FORMCHECKBOX 

IN APPROVVIGIONAMENTO


on purchasing
	 FORMCHECKBOX 

IN FABBRICAZIONE


on manufacturing
	Pag. / Pg:
di / of

1
1

	COMMESSA / Job

0251 LHC cold masses
	COMPONENTE / Component 

Planarità collari /Flatness of collars
	DISEGNO / Drawing
LHCMB__A0099 rev.C
	POS./Item


	REV./Rev



	IMPIANTO / Plant
LHC
	CLIENTE / Customer
CERN
	CERN Part Id.



	SPECIFICA / Specification
PWPS ASC 11/02

LHC-MMS / 98 - 198
	REV. / Rev.

/

2.0
	N. DI SERIE COMPONENTE / Component Serial Nr.
MAL00202

	CONTROLLO / Check
Misura di planarità collari  / Measurement of  flatness of s.s. collars                                                                                                   
	ITP No.

/


Max. air gap between collar and reference flat plane (mm)
	Collar id.
	Collar condition:
	

	
	Free state
	Restrained (*)

	1
	1.0  mm
	0.7 mm

	2
	1.0  mm
	0.6 mm

	3
	1.0  mm
	0.8 mm

	4
	0.7  mm
	0.5 mm

	
	
	


Note
(*) 5 forces of 10Nw each on surface collar according to dwg. nr. LHCMB__A0099 rev.C
	Esito/Result: conforme/conforming   FORMCHECKBOX 
   -   non conforme/non-conforming   FORMCHECKBOX 


	RNC   No.     RNC040120A     


	COGNOME

Name
	Sandulli
	
	
	
	
	

	FIRMA

Signature
	
	
	
	
	
	

	DATA

Date
	19.01.2004
	
	
	
	
	

	ENTE

Department
	PRC

	
	
	
	
	











































































