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Questions and Answers

· Did you see any degradation in the dipole bus-bar in inside cryostats, which were opened?

No, we never observed degradation in the bus-bars.

· What did you change in the insulation ?

The ends of the insulating sheets are blocked with impregnated glue to avoid that the fibers are released in the cryogenic syste
